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SJR

The SJR is a size-independent prestige indicator that ranks

journals by their 'average prestige per article'. It is based on

the idea that 'all citations are not created equal'. SJR is a

measure of scienti�c in�uence of journals that accounts

for both the number of citations received by a journal and

the importance or prestige of the journals where such

citations come from It measures the scienti�c in�uence of

the average article in a journal, it expresses how central to

the global scienti�c discussion an average article of the

Total Documents

Evolution of the number of published documents. All types

of documents are considered, including citable and non

citable documents.

Year Documents

2007 0
2008 0
2009 0
2011 41

Citations per document

This indicator counts the number of citations received by

documents from a journal and divides them by the total

number of documents published in that journal. The chart

shows the evolution of the average number of times

documents published in a journal in the past two, three and

four years have been cited in the current year. The two

years line is equivalent to journal impact factor ™

(Thomson Reuters) metric.

Cites per document Year Value

Cites / Doc. (4 years) 2007 0.000
Cites / Doc. (4 years) 2008 0.000
Cites / Doc. (4 years) 2009 0.000
Cites / Doc. (4 years) 2011 0.000
Cites / Doc. (4 years) 2012 0.610
Cites / Doc. (4 years) 2013 0.941
Cites / Doc. (4 years) 2014 0.802
Cites / Doc. (4 years) 2015 0.912
Cites / Doc. (4 years) 2016 0.952
Cites / Doc. (4 years) 2017 0.861

Total Cites  Self-Cites

Evolution of the total number of citations and journal's self-

citations received by a journal's published documents

during the three previous years.

Journal Self-citation is de�ned as the number of citation

from a journal citing article to articles published by the

same journal.

Cites Year Value

Self Cites 2007 0

External Cites per Doc  Cites per Doc

Evolution of the number of total citation per document and

external citation per document (i.e. journal self-citations

removed) received by a journal's published documents

during the three previous years. External citations are

calculated by subtracting the number of self-citations from

the total number of citations received by the journal’s

documents.

Cites Year Value

% International Collaboration

International Collaboration accounts for the articles that

have been produced by researchers from several countries.

The chart shows the ratio of a journal's documents signed

by researchers from more than one country; that is

including more than one country address.

Year International Collaboration

2007 0
2008 0

Citable documents  Non-citable documents

Not every article in a journal is considered primary research

and therefore "citable", this chart shows the ratio of a

journal's articles including substantial research (research

articles, conference papers and reviews) in three year

windows vs. those documents other than research articles,

reviews and conference papers.

Documents Year Value

Non-citable documents 2007 1

Cited documents  Uncited documents

Ratio of a journal's items, grouped in three years windows,

that have been cited at least once vs. those not cited

during the following year.

Documents Year Value

Uncited documents 2007 1
Uncited documents 2008 1
Uncited documents 2009 1
Uncited documents 2011 0
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Ammar Ahmed 1 year ago

Hi

I would like to ask about the time between the submitting and acceptance, how long this period?

reply

Mikael Wora 2 years ago

Apakah jurnal ini harus di bayar kalau disetuju untuk dipublikasikan? Mohon informasi balik. Saya

tunggu

reply
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Melanie Ortiz 1 year ago

Dear Ammar,

Thank you for contacting us.

We suggest you visit the journal's homepage or contact the journal’s editorial staff , so

they could inform you more deeply.

Best Regards, SCImago Team

M
SCImago Team

M

Melanie Ortiz 2 years ago

Dear Mikael,

Thank you for contacting us.

Unfortunately, we cannot help you with your request, we suggest you visit the journal's

homepage or contact the journal’s editorial staff , so they could inform you more deeply.

Best Regards, SCImago Team

M
SCImago Team



Hamed Jabbari 3 years ago

To whom it may concern,

I want to know if any fee must pay for article publication or not. May I know the fee if any?

Best,

Hamed

reply

Ikboljon Kamolov 2 years ago

Hi, good time of the day.

As it was told in the Instruction for Authors (https://www.degruyter.com/publication

/journal_key/ENG/downloadAsset/ENG_Instructions for Authors.pdf) of the journal, there is

no charges for submission or for publication. But when some of the authors submitted their

articles to the journal, it was said them to commit the payment which costs $1000.
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Melanie Ortiz 3 years ago

Dear Hamed,

thank you for contacting us.

Sorry to tell you that SCImago Journal & Country Rank is not a journal. SJR is a portal with

scientometric indicators of journals indexed in Elsevier/Scopus.

Unfortunately, we cannot help you with your request, we suggest you to visit the journal's
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Abstract: This paper investigates the influence of T6 post-
weld heat treatment (PWHT), and welding orientation on
the strength andmicrostructure of tungsten inert gas (TIG)
welded AL6061 aluminum alloy. The TIG process was used
to weld the AL6061 at the transversal and longitudinal ori-
entations with reference to the rolling direction. The T6-
PWHT is a two-phase heat treatment process, and was ap-
plied to AL6061 in order to increase its strength. This T6
was carried out under three different artificial aging; 8,
18, and 24 hours. The influence of PWHT and welding ori-
entation on the strength of AL6061-T6 were investigated
through a series of tensile and microhardness tests. In ad-
dition, themicrostructure observationswereperformedus-
ing the optical and scanning electron microscopes. It was
established that the strength and microstructural char-
acteristics of AL6061 are significantly dependent on the
T6 artificial aging. Accordingly, the improvements in the
strength and ductility were mainly contributed by the
grain growth and subsequent precipitate strengthening.
Moreover, the welding orientation only affects their frac-
ture surfaces and locations after tensile testing.
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1 Introduction
By having excellentmechanical properties, high corrosion
and fatigue resistance, lightweight ratios, low cost, and
good weldability, the aluminum-magnesium-silicon (Al-
Mg-Si) denotes as 6xxx series alloy is widely used for fab-
rication of critical structural components in the aircraft
and aerospace industries. The application requires high
strength and ductility of the material to restrain such me-
chanical loadings in operation. The AL6061 is a precipita-
tion hardening Al alloy with a high content of Mg and Si
elements. The Mg contents will significantly improve its
strength, and the silicon will enhance the castability and
high-temperature crack resistance of AL6061.

For fabrication of large structures, a solid state joining
canbeused forwelding of AL6061 [1, 2]. In thewelding pro-
cess, the microstructure heterogeneity will occur between
the weld metal (WM) and base metal (BM) afterwards,
which will cause the differences in mechanical properties.
Therefore, a suitable welding method must be employed
for producing and designing a good welded product. The
tungsten inert gas (TIG) welding is the most extensive gas
shielded arc-weldingprocess that canbe applied in joining
Al alloys due to their flexibility and relatively low-cost pro-
duction. TIG welding can produce a high-quality and sta-
ble process, which has less spatter characteristics and bet-
ter weld bead appearance. Currently, the TIG welding has
attracted the scientific interest because of the difficulties
for ensuring the integrity and reliability at the joints of Al
alloys. Previous works use TIGwelding for thin Aluminum
sheet, and thus, has more advantageous other than con-
ventional welding methods [3, 4]. However, further inves-
tigation is remained to improve the mechanical strength
and determine the welding parameters of the TIG-welded
AL6061.

Numerous reports have been published in the past
years in the investigation of post-weld heat treatments
(PWHT) on the AL 6061. Eltai et al. investigated the in-
fluence of PWHT on the corrosion behaviour of the TIG-
welded AL6061-T6 [2]. According to his findings, the TIG-
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welded led to a reduction of microhardness in the area of
theWM, and the most significant decline was found in the
heat-affected zone (HAZ). Literature studies show that the
PWHT had been successfully used to improve the proper-
ties of WM that give it particular characteristics [1, 2]. The
PWHT is well-known to enhance the performance of the
WM since the increase in temperature will form generous
precipitations to various degrees. Based on many investi-
gations, they approved that the T6 artificial aging process
is well-applied to AL6061. It is also noticed that the T6 pro-
cess onAl alloys candissolve the β phase (Mg2Si), homoge-
nize the solid solution, and spheroidize the eutectic Si. Al-
though, there are several works of literature reported the
influence of the PWHT on the microstructure of AL6061,
yet, there are still excessively data set needed regarding
the implication of PWHT on the mechanical performance
of the AL6061.

In the complex geometry, thewelding process is not al-
ways inline within the rolling direction on the metal plate
due to the impediment in application. Since the WM will
undoubtedly affect the deformed zone and strain localiza-
tion during service loadings, one of the other set parame-
ters to be understood is the appropriate characteristic of
welding orientation. Therefore, in this paper, the investi-
gation is focused on the combination of PWHTunder three
different artificial aging at 8, 18, and 24hours and theweld-
ing orientation, which was welded at the transversal and
longitudinal axis concerning the rolling direction, thus, to
improve the strengthandmicrostructure of theTIG-welded
AL6061.

2 Research Methods

2.1 Specimen Preparations

The AL6061 aluminum alloy BM plates with the dimen-
sions of 400 × 300 × 2.5 mm were joined by TIG welding
process. Prior to the welding process, the Al alloy plates
were polished and cleaned to eliminate the impurities.
This TIG process used the heat generated by an electric arc
between the metals to be joined and a non-consumable
tungsten electrode, located in the welding torch. The arc
area was shrouded in an inert gas shield to protect the
weld pool and the tungsten electrode. The filler metal as a
rod was applied manually into the weld pool. The ER4043
filler wire was chosen for the process due to its good fluid-
ity and most importantly, resistance to crack (excellence
choice for PWHT specimens). The filler material ER4043
was utilised to fill the weld groove and bonding the two

surfaces. The non-consumable tungsten electrode used in
this investigation has a dimension of 1.6 mm in diameter
to produce theWM. Figure 1 shows the energy-dispersive x-
ray spectroscopy (EDS) analysis of AL6061 for BM andWM
for chemical characterisation. Based on the results, Sili-
con composition is evident in the WM part due to the util-
isation of ER4043 Al-Si filler wire. The complete chemical
compositions of AL6061 Aluminum alloy BM and ER4043
filler wire material are listed in Table 1.

The miller welding machine was used with manual
process by the welder. The details of welding parameters
used in this investigation are listed in Table 2. The AL6061
BM plates were TIG welded and hot-rolled by following
several testing conditions, such as welding longitudinal
rolling longitudinal (WLRL), welding longitudinal rolling
transversal (WLRT), welding transversal rolling longitudi-
nal (WTRL), and welding transversal rolling transversal
(WTRT). After welding, the as-welded plate was subjected
to the PWHT (T6) process. The PWHT (T6) is a two-phase
process, which was applied to AL6061 in order to increase
the strength. The detail steps and procedures of the T6 arti-
ficial aging is shown in Figure 2. The T6 two-phase process

(a)

(b)

Figure 1: The energy-dispersive x-ray spectroscopy (EDS) results of
AL6061 (a) BM; and (b) WM.
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Table 1: The chemical Composition of AL6061 and Wire Filler ER4043 (wt%).

References Al Si Fe Cu Mn Mg Cr Zn Ti Etc.
AL 6061 (BM) 96.07 0.64 0.9 0.38 0.35 1.03 0.33 0.30 - -
AL 6061 (WM) 89.86 7.22 1.03 0.38 0.29 0.82 0.10 0.30 - -
ER 4043 Bal 4.8 0.2 0.02 <0.01 0.01 - 0.02 0.01 <0.15
ASM Spec. 0.4-0.8 0.7 0.15-0.40 0.15 0.8-1.2 0.04-0.35 0.25

Table 2: The welding parameters used in this investigation.

Parameters Value
Welding equipment Miller

Tungsten electrode diameter 1.6 mm
Filler wire diameter 2.4 mm

Heat input 2.5kJ/mm
Peak current 70 Amps
Base current 60 Amps
Peak voltage 14.3 Volts
Base voltage 13.8 Volts
Welding speed 4.19 mm/sec
Welding grade 99.9995%
Pulse frequency 6 Hz
Pulse on time 50%
Shielding gas Argon
Gas flow rate 15 L/min

Figure 2: The PWHT (T6) process diagram.

was initiated by the rapid increase of temperature from
room temperature (RT) until 520∘C and was held for 1 h.
After 1 h, the as-welded plate was quenched in water until
175∘C and subsequently applying the T6 artificial aging for
8, 18, and 24 hours, respectively. This process is expected
to cause extensive grain growth across theWM, and conse-
quently improving the strength.

2.2 Test Methods

The Vickers microhardness tests were conducted across
the plate with 0.3 kgf of indentation load and 12 secs of
dwell time, as recommended in ASTM E384-16 [5]. The in-
dentations were set at the centre position from the WM
area to the BM area every 1 mm, as schematically shown
in Figure 3. The tensile test specimen used in this investi-
gation was rectangular in shape, and the dimension can
be seen in Figure 4. The WM specimens were specifically
machined to the required dimensions from the weld pad,
as shown in Figure 4(b). Series of tensile tests were con-
ducted in RT laboratory environment with a tension rate
at 1 mm/min. These test specifications were adjusted with
the standard of ASTM B557 [6].

The samples for microstructure examinations were
perpendicularly extracted from the fractured specimens af-
ter tensile testing. The samples were polished and etched
with Keller’s reagent containing 2.5 ml of HNO3, 1.5 ml of
HCl, 1 ml of HF, and 95 ml of H2O for 10-20 secs to re-
veal theirmicrostructure.Microstructural characterization
was performed via optical microscope (OM) and scanning
electronmicroscope (SEM) coupledwith energy-dispersive
x-ray spectroscopy (EDS) equipment. The grain measure-
ment was carried out using the linear intercept method
from the microstructure image, as recommended in the
ASTM E112 [7].

Figure 3:Welding profiles (BM, HAZ, and WM) across the plate and
schematic illustration of microhardness test path.



756 | G. Dwi Haryadi et al.

(a)

(b)

Figure 4: (a) The tensile test specimen geometry; and (b) Configu-
ration for longitudinal and transversal direction of the welding and
rolling orientation (all units are in millimetres).

3 Results

3.1 Microstructure

Figures 5 and 6 show typical OM images of the AL6061-
T6 after 24 hours of aging compared with the as-welded
AL6061. From the figures, the dual phases can be ob-
served as the bright colour for the solid Al solution (Al-
matrix), and a darker colour for low melting phase (Mg-
Si) of AL6061-T6 specimens. Similar finding revealed that
these Mg and Si are bound each other into Mg2Si precip-
itate at particular temperature environment but a quite
low solubility at RT, generating aprecipitate strengthening
property [8]. It is clearly seen that larger size and amount
of precipitates are desirable due to the PWHT in compari-
son with the as-welded AL6061.

After TIG welding, the heterogeneity between mi-
crostructure occurredwithin theWMandBM region due to
the heat. The WM is surrounded by the HAZ, the area that
had its microstructure and properties altered by the weld-
ing. These each microstructure have different properties
depend on the BM and filler metal used when subjected
to heat. The uniform equiaxed dendritic grain type can be

seen in the WM. The microstructure of AL6061-T6 consists
of α-Al dendrites and eutectic Si particles along the den-
dritic grain boundaries (GBs) and the grain configuration
is more uniformly dispersed and reduced in size after heat-
treatment. This finding is coincided as inRef. [9].While the
precipitate strengtheningmechanism can be illustrated as
the interaction of the recurrent dislocation, which is hin-
dered by precipitate particles (Mg2Si) [10]. If the particle
is massive and hard, the driving force results mainly in a
significant enhancement of the strength. Furthermore, if
the driving force is attained, thus the precipitate will be
sheared, or themovingdislocationwill pass through (loop-
ing) for the hard enough particle.

The grain growth measurement was conducted using
the linear intercept method, as schematically illustrated
in Figure 7. Figure 8 shows the average grain size results
under different set-up parameter conditions for WM and
HAZ. Based on the results, the average grain size tends to
decrease with an increase in the T6 artificial aging. Varia-
tion in T6 aging process is affecting the grain growth after
recrystallization, resulting in smaller grain size in the WM
and HAZ microstructure.

3.2 Microhardness Analysis

The exact extension of the HAZ andWM region are not eas-
ily measurable. Thus, each indentation of the microhard-
ness is drawn based on the average points. Previous report
said that the microhardness can be affected by dissolving
precipitates in grains, and GBs called precipitation hard-
ening due to the PWHT [11]. The variation of microhard-
ness on the WM, HAZ, and BM (taking origin at the cen-
tre of theWM) for longitudinal and transversal welding ori-
entation specimens are shown in Figure 9. For as-welded
specimen, the profile exhibits that theWMhas the highest
microhardness compared to the HAZ and BM. The highest
microhardness of the WM is two times more than the BM.
However, after PWHT, the microhardness significantly in-
creased compared to the as-welded specimen and nearly
uniform in the WM, HAZ, and BM. It is also obtained that
the highest microhardness is observed at 24 hours aging
for both transversal and longitudinal welding, which are
114.4 HV and 124 HV, respectively.

3.3 Mechanical Properties of the TIG-welded
AL6061

Figure 10 shows the tensile test results of the AL6061-T6.
It is shown that the yield strength (YS) and ultimate ten-
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(a)

(b)

Figure 5: OM images as a comparison of; (a) As-welded AL6061, and (b) AL6061-T6 aged for 24 hours on longitudinal welding orientation for
WM, HAZ, and BM (left to right).

(a)

(b)

Figure 6: OM images as a comparison of; (a) As-welded AL6061, and (b) AL6061-T6 aged for 24 hours on transversal welding orientation for
WM, HAZ, and BM (left to right).
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Figure 7: Conception of the linear intercept method to measure the
grain size for the as-welded specimen [5].

Figure 8: Average grain size measurement for as-welded AL6061
and AL6061-T6 especially for WM and HAZ.

sile strength (UTS) are increased along with an increase in
T6 artificial aging. The T6 at 24 hours is found to have the
most superior YS and UTS. However, after T6 (>8 hours)
the strength of transversal welding is lower compared to
the longitudinal welding. The tensile test results are in a
good agreement with the results from the microhardness
test and grain size measurement. It has been reported that
the grain growth and strengthening mechanism after T6
process enhanced the strength of the TIG-welded AL6061
since the T6 took over the process [10–12]. The dissolution
and growth of precipitates were developed in a range of

(a)

(b)

Figure 9: Vickers micro-hardness profiles distribution across the
WM specimen; (a) Longitudinal, and (b) Transversal welding.

T6 artificial aging, meaning more precipitates were devel-
oped along with a long period of T6 aging, as it is seen in
the Figures 5-6. With an increase in precipitates number,
and the strength is expected to increase. It has been also
reported that the skinny needles and high density of β′′-
type precipitates were observed in the interior of AL6061-
T6 microstructure [12–16]. Those precipitates served as ob-
stacles to block themovement of dislocations during defor-
mation. Dislocations are recognized to be the site for het-
erogeneousnucleationandpaths for increasing the atomic
movement during growth. These changes are again associ-
ated with the variation in the temperature experienced in
the different T6 artificial aging, which in turn affects the
dissolution or coarsening of precipitates. In another case,
the elongation is decreased along with an increase in T6
artificial aging. However, the longitudinal WM specimens
have higher ductility than the transversal WM specimens.
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(a) (b)

(c)

Figure 10: The tensile test results of the AL6061-T6 at RT; (a) Yield strength, (b) Ultimate tensile strength, and (c) Elongation.

Figure 11: Typical fractured specimens from tensile tests, showing
the fracture location of the AL6061 BM and WM.

It is noted that, if thewelding and rolling direction is in the
same line, the mechanical properties is the most superior
compared to that with other set-up parameters.

3.4 Fracture Behaviour

Figure 11 shows the representative fractured samples of BM
and TIG AL6061. For BM, the fracture location is located
in the middle of the specimen with a cup-and-cone frac-
ture shape, indicating a ductile fracture. For the WM lon-
gitudinal specimens, fracture location has encompassed
the WM, HAZ, and BM regions with flat-type fracture, and
somewhat sheared due to the high strength of WM. In
the case of the transversal WM samples, fracture location
is also located in the BM with a cup-and-cone fracture
shape. In this case, the strength was required to restrain
the deformation during tension. Meanwhile, the WM has
higher strength rather than the BM, and in other words,
the strainwas localized in the lower strength zone, namely
BM until fracture. Figure 12 shows typical SEM images of
as-welded AL6061 and AL6061-T6 for 24 hours of WLRL
specimens. Based on this observation, the morphologies
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(a)

(b)

Figure 12: Typical SEM fractographs of; (a) As-welded AL6061, and (b) AL6061-T6 aged for 24 hours on WLRL specimen, indicating WM, HAZ,
and BM (left to right).

of fractures include a great number of fine dimples which
are distributed uniformly on the fracture surface. A ductile
fracture is seen in as-welded sample accompanied with a
good plastic deformation. However, due to the less elon-
gation and finer grain size in PWHT, a relatively smaller
dimple features is expected for this type of samples in Fig-
ure 12(b). This type of fracture may prove that the crack
was developed from the void in the interior of the structure
and expanded under continued deformation until separa-
tion or fracture. Although, not all fractograph are shown. It
is also worth to note that the welding orientation is an es-
sential factor for influencing the type of fractography, for
example, in WLRL fractured sample, a deep dimple frac-
ture and multiple internal cracks can be observed.

4 Conclusions
This paper has presented the complete results of the influ-
ence of PWHT and welding orientation on the AL6061-T6
strength and microstructure characteristics. It is observed
that both longitudinal and transversalwelding orientation
have only a slight difference on their mechanical perfor-
mance, except after being heat-treated above 8 hours. The

results have shown that on the specimens that undergo
PWHT process, the increase in artificial aging period can
significantly affect the grain growth after recrystallization,
resulting in smaller grain size, especially for the WM spec-
imens. Their microhardness is significantly increased and
nearly uniform in the WM, HAZ, and BM compared to the
as-welded specimen. It can be concluded that specimen
from the T6-24 hours has the highest microhardness along
with the smallest measured grain size. Subsequently, the
tensile testing supports this result, showing themost supe-
rior of YS and UTS values is from the T6-24 hours forWLRL
and WTRT specimens. The improvements in the strength
and ductility were mainly contributed by the microstruc-
tural evolution as grain growth, dissolution, and precipi-
tation hardening by Mg2Si due to the artificial aging.
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